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LUKOIL AVANTGARDE ULTRA SAE 20W-50, API CI-4/SL

o LUKOIL AVANTGARDE ULTRA SAE 20W-50, API Cl-4 / SL mpoépxetarl amé uynArg oidtnrag éAaia opuktig BAONG Kal TIAKETA EIBIKWY TTPOCBETWY
moMamAwv Xprioewv Ta otoia Tapéxouv emimeda amddoong API Cl-4 / SL obtained from refined mineral base oils and a package of specific multi-
purpose additives, which provide the API CI-4/SL performance level.

o Kupiwg oxediaopévo yia Tnv AiTTavan Twv oUyXpovwy 4XpOvwy KIVATAPWY UTTEPTPOPODOTOUHEVWY UWNAAG TaxUTNTAG TTETPEAQIOU, HE
ooBapég ouvlnkeg Aeitoupyiag (Euro V), mou eival e§omrAiopévol pe oloTnua  avakukAogopiag kauoaegpiwv (EGR), TTou
Karaokeudfovtal atré 10 2002, aAAG Kal Yia UTTEPTPOPODOTOUPEVOUG KIVNTHPEG TTOU KaTtaokeudlovtal atrd 1o 2001.

o Approvals: KAMAZ

o [MAnpolv Tpodiaypagés: ACEA E7-08, MAN M 3275, MB 228.3, MTU Category 2

o JUvOnKeg TToI0TNTAG TTPOEPXOVTaI aTTd TO ST-1/2008:

Hutvha: 12.05.2013

[tem
No. XAPAKTHPIZTIKA ADMISSIBILITY CONDITIONS TEST METHOD
SR EN ISO 3104/AC
1 Kinematic viscosity at 100°C, mm?s =" (cSt ) 16.3..21.9 ASTM D 445
ASTM D 7042
SR IS0 2909
2 Viscosity index, min. 120 ASTM D 2270
ASTM D 7042
3 Base number, mg KOH/g, min. 9.0 /ESRT||\7%32787916
4 Flash point, open cup, °C, min. 215 SRAESl#'\IASE)) 3292
* Apparent (dynamic) viscosity, determined using a Cold Cranking
2 Simulator (CCS) at -15°C, cP, max. 9500 ASTMD 5293
* Apparent (dynamic) viscosity, determined using a Mini-Rotary
¢ Viscometer (MRV), at -20°C, cP, max. 60000 ASTM D 4684
7 *Sulphated ash, %, max. 1.5 ASTM D 874
. SR 13484
8 Water content, % nil ASTM D 95
9 * Substances insoluble in organic solvents, %, max. 0.015 STAS 33
S SR 13552
10 | Pour point, °C, max. -25 ASTM D 97
[ . STAS 8465
1 Noack volatility, %, max. 13 ASTM D 5800
*Active element content:
12 Calcium, % Tob ed STAS 8428
13 | Magnesium, % 0 be reporte STAS 12073
14 Zinc, % STAS 7717
SREN IS0 3675/C91
15 | Density at 20°C, Kg/im® To be reported ASTM D 1298
ASTM D 7042
16 | *Phosphorus content, %, max. 0.13 STAS 7330
Foaming properties, ml (tendency — stability), max.
;g |- atcc 10-0 SR IS0 6247+Cf
- at935°C 20-0 ASTM D 892
- at 24°C, after determination at 93.5°C 10-0

* Eyyunon 1ox0el oUp@wva pe Ty TExvoAoyia TTapaywyng / kaBopietar oUp@wva We To KavovIaTIKG £yypago O€ I0XU.

o AgoAdynon Kar akpipela Twv PeBOdWY dokIuAg amé auTd To TeVIKO GUAAGBIO Ba TTpéTel va TAnpolv Tig amaimiaelg Tou TpotUtou SR EN 1SO 4259:
2007 «[Mpoi6vra meTpeAaiou - KABOPIOPOS Kal EQAPHOYR TwV aglwv Kal aKpiBelag doov agopd Tig ueBddoug dokiung".

e Ta Ociypara mpémel va Aappavovialr oUpewva pe Ta pdtuma SR EN ISO 3170: 2004 / C91: 2005 "Yypa mpoidvia TetpeAaiou. Eyyeipidia
delyatoAnyiag "

e Yuokeuaoia, ofpavan, amobrikeuon, LETAQOPA Kal n amoBikeuon TIPAYMATOTIOIOUVTAl GUMQWVA WE TOUG I0XUOVTEG KaVOVIOUOUG (OTTOQACEIS,
kavoviagpoug, KATT Trpoadiopifovial oTo deATio dedopévwv ao@aleiag Tou TPoiGVTOG) Kal pe TIG odnyieg / eowrepikég dladikaoieg LUKOIL
LUBRICANTS EAST EUROPE S.R.L.
lNa Aetrropépeieg O¢ite T dedopéva aoaheiag (SDS).

Aldpkeia amobrikeuang 5 xpdvia ammd Ty nuepopnvia Tapaywyng.
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