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Texviké AgAtio Airavtikwyv KivntRpwv

LUKOIL GENESIS ADVANCED SAE 5W-40, APl SN
LUKOIL GENESIS ADVANCED SAE 10W-40, APl SN

Ta ouvBeTikd AimavTika kivnmipwyv LUKOIL GENESIS ADVANCED SAE 5W-40, APl SN ka1 LUKOIL
GENESIS ADVANCED SAE 10W-40, APl SN trapdayovTtal Kupiwg atd Airravtiké 1ng Opddag Il Bdong kai
uynAig ammédoong TpoobeTa, Ta oTroia TTapEXouv exTeTapévn didpkeia (WG, Wuxpn €KKivnon Kivntrpa,
agIéToTn TTpoaTacia atrd TIG ATToBECEIg, TN @Bopda Kal T dIdRpwaon OTIG SUCKOAEG OUVBNKESG AsiToupyiag
TWV KIVNTAPWY 0TN SIAPKEIA TOU AOTIKOU KUKAOU KUKAOQOPIOG.

Ta AITTavTiK@ auTtd TTANPOoUV TIG aTTAITACEIG TNG Twv TTpodiaypagwyv ACEA A3 / B4, TTou éxouv oxediaaTei
ylo XPAon o€ KIvnNTAPEG UWNnAARG atmédoong, Bevdivng Kal TTeTpeAaiou GUECOU WeKAOPOU (XwpPig @IATPO
OWHATIBIWY) TwV CUYXPOVWYV ETTIRATIKWY QUTOKIVATWY KOl EAAQPWY ETTAYYEANATIKWY OXNUATWY, aAAG Kal
yla OAEg TIG unxavég TTou atrairouv Tmpodiaypagéc ACEA A3 / B3.

EmiTredo ammédoong ArrravTikou: MAnpoi Tig akdAouBeg amaitioeig: APl SN, ACEA A3 / B4, ACEA A3/ BS,
MB 229.3, VW 502 00/505 00

Mpodiaypa@ég TToIOTNTAG CUPPWVA HE TIG TEXVIKEG TTPOdIaYPapég ST-78/2014:

it ADMISSIBILITY CONDITIONS
em LUKOIL GENESIS LUKOIL GENESIS
No CHARACTERISTICS R = TEST METHOD
SAE SW-40, API SN | SAE 10W-40, API SN
SREN ISO 3104/AC
1 Kinematic viscosity at 100°C, mm2s -1 (cSt ) 125..<16.3 ASTMD 445
ASTM D 7042
SR IS0 2909
2 Viscosity index, min. 150 ASTM D 2270
ASTM D 7042
] SR80 3771
3 Base number, mg KOH/g, min. 10 ASTM D 2896
. ° . SR EN ISO 2592
4 Flash point, open cup, “C, min. 200 ASTMD 92
* Apparent (dynamic) viscosity, determined using the Cold
Cranking Simulator (CCS)
5 |- at-30°C, P, max 6600 _ ASTM D 5293
- at-25°C, cP, max. - 7000
* Apparent (dynamic) viscosity, determined using a Mini-
Rotary Viscometer (MRV)
6 |- at-35°C.cP, max 60000 - ASTM D 4584
- at-30°C, cP, max. - 60000
7 *Sulphated ash, % 10...15 ASTM D 874
: SR 13484
8 | Water content, % Nil ASTM D 95
9 *Substances insoluble in organic solvents, %, max. 001 STAS 33
e 8R 13552
10 | Pour point, °C, max. -40 37 ASTMD 97
N - STAS B465
11 | *Noack volatility, %, max, 12 ASTM D 5800
*Active element content:
12 Calcium, % To be reported STAS 8428
13 Zinc, % STAS TT1T7
SREN IS0 3575/C31
14 | Density at 20°C, Kg/m® To be reported ASTM D 1298
ASTM D 7042
15 | *Phosphorus content, % 008 ...0.11 STAS 7330
16 *Sulphur content, %, max. 05 SRENISO 8754
Foaming properties, mi (tendency — stability), max.
7 |- at24°C 10-0 SR IS0 6247+C1
- at935°C 20-0 ASTM D 892
- _at 24°C_ after determination at 93.5°C 10-0
18 * High temperature, High Shear (HTHS) viscosty, mPa s at 35 ASTM D 4741
150°C. min ] (CEC-L-36-A-90)
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H a&loAdynon tng akpifeiag Twv PeBodwv SOKIUNAG G€ auTd TO TEXVIKO QUAAAGSIO TTANPOUV TIG
atraitijoeig Tou TTpotuttou SR EN ISO 4259: 2007 «[Mpoidvta merpeAaiou - KaBopioudg kai
€Qapoyn Twv TIWWV akpiBeiag 6oov agopd TIG peBddoug doKIUAG".

Ta deiypata mpétrel va AauBdvovtal cupgewva he 1o SR EN ISO 3170: 2004 / C91: 2005 "Yypd
TTpoiovTa TreTpeAaiou. Eyxelpidlo derypartoAnyiag .

2uokKeuaaoia, oAuavan, aTTobAKeUOn, HETAPOPA Kal ATTOBNKEUCH TTPAYHATOTIOIOUVTOI CUUQWVA HE
TOUG I0XUOVTEG KAVOVIOUOUG (aTTOQACEIG, KAVOVIOUOI Kal TTPOKTIKEG TTOU KaBopifovTal oTa QUAAQ
OeOOUEVWV OOPAAEIaG TwV TTPOIOGVTWV) Kal PE TIG 0dnyies / eowTepIkEG dladikaaoieg Tng LUKOIL
AITIANTIKA EAST EUROPE S.R.L.

MNa TePICOOTEPEG AETTTOUEPEIEG PTTOPEITE VO OUMPBOUAEUTEITE TO DUANO dEdOUEVWV OOPaAEiag
(SDS) Tou 1Tp0oIdVTOC.

To AiravTiké €xel diapKeia atrobrikeuong 5 xpovia aTrd TNV NUEPOUNVia TTAOPATKEUAG TOU.
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