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LUKOIL TRANSMISSION TM-5 SAE 85W-140, API GL-5

o “‘LUKOIL TRANSMISSION TM-5 SAE 85W-140, APl GL-5" trmpoépyeTail omod eGQIPETIKA EGEUYEVIOUEVD TIAIPAPIVIKA GUCTOTIKG KOl EISIKG TIPOCBETA, Tl OTTOI0 TIAIREXOUV QVWUTERN
avBekTIkGMTa, UYNA aVTIOTAOT O™V TTiEDT, AVTIOEEIBWTIKF, OVTIBIOBPWTIKY, KOTAGTAATIKY KOl peoAoyIKi amrodoam, eidIké yia To eTTiedo amodoong APl GL-5..

o Xpnaipotoicital yia T Aiavan Twv ypavadiiv Twv oxnudtwy petapopdg (xelpokivnta KIBWTIa TAXUTATWY, pnxaviopoi d1ei8uvang KAT.) ki GMwv
OUOTNPATWY PNXAVIKAG HETABOONG, KUPIWG UTTOTTIEGNG, TO OTTOia AEITOUPYOUV UTTO KAVOVIKEG Kal doPapég ouverkeg, o€ uwnAég TaxiTnTeG Kal gopTia
kpoUaong 1) uwnAr TaxdtnTa Kai XaunAr potr, KaBwg kal ae xaunAn Taxitnta kaiwynAr poTr.

o Acikteg amodoong: APl GL-5; MIL-L-2105D; ZF TE-ML 05A, 16C, 21A

o 2uvBrikeg TOIGTNTAG:

ltem ADMISSIBILITY
No. CHARACTERISTICS CONDITIONS TEST METHOD
Kinematic viscosity at 100°C, mm2s-1 (cSt), min. 24.0...<325 SREN IS0 3104/AC
1 _ - _ ASTM D 445
** Kinematic viscosity at 40°C, mm2s-1 (cSt), min. Approx. 370 ASTM D 7042
SRTSO 2909
2 Viscosity index, min. 90 ASTM D 2270
ASTM D 7042
8 *Brookfield viscosity at the temperature of -12°C, cP (mPa.s), max. 150 000 ASTM D2983
4 Flash point, Cleveland open cup, °C, min. 210 SREN ISO 2592
ASTM D92
5 Pour point, °C, max. -15 SR 13552
ASTM D 97
6 *Water content, % nil SR 13484
ASTM D 95
7 *Substances insoluble in organic solvents,% il STAS 33
8 Copper strip corrosion at 120°C, 3h, max. 2b SRENISO 2160
ASTM D130
** Tribologic characteristics on the four ball machine, at the temp. of ( 20 £ 5°C): STAS 8618
9 -weld load, N ( kgf), min To be reported on request ASTM D 2783
- wear index at an axle load of 392 N (40kgf), during 1h, mm, max.
*Foaming properties, ml (tendency— stability), max.
10 - at24°C 20-0 SR S0 6247+C1
- at935°C 50-0 ASTM D 892
- at24°C,aflerdeterminationat 93.5°C 20-0
11 **Sulphur content, % To be reported on request SREN ISO 8754
ASTM D4294
12 **Phosphorus content, % To be reported on request STAS 7330
] SRENTSO 3675/C91
13 | Densityat 15°C, g /cm3 not standardized; ASTM D 1298
To be reported ASTM D 7042

*This characteristic is warranted by means of the manufacturing technology / is determined in accordance with the technical s pecification in force.
** This characteristic is determined at beneficiary’s request.

*H agioAdynon akpiBeiag Twv ueBddwv SOKIUAG aTTO AUTO TO TEXVIKO BeATIO TTPETTEI va TTANPOI TIG atraitioelg Tou TrpoTutrou SR EN ISO 4259:
200 7 "Mpoiévra TeTpeAaiou -kaBoPITPOG KAl EQAPUOYT TWV TIHWV akpiBelag 6oov agopd Tig pEBGdoUG SOKIPAG .

* Ta deiyparta Aappdvovtal cuuewva pe 1o SR EN ISO 3170: 2004 / C91: 2005 "Yypd rpoidvta meTpeAaiou. Mn autéuatn deiypatoAnyia .
* H ouokeuaoia, n orjpavon, n amodrkeuaon, N HETAPOPA Kal O XEIPIOPOG YivovTal CUP@WVA PE TOUG I0XUOVTEG KAVOVIOUOUG (ATTOQATEIG,
KQVOVIOHOUG K.ATT. TTOU opidovTal OTNV ao@AAEIa TwV TTPoIOVTWVEUAAO Bedopévwv) Kal aTiG odnyieg / ecwTepikég diadikaaieg Tng LUKOIL
LUBRICANTS EAST EUROPE S.R.L.

* Mo AeTrTopépeieg, avaTpégte aTo AgAtio Aedopévwv Aapaleiag (SDS).

» H didpkela ammobrikeuong eival 5 xpdvia atrd TNV NUEPONNVIO KOTAOKEUNG.
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